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% FACUSTOMER SN0 DY2025032602
BIESTYLE 2468  18AWG B E¥RESTANDARD UL758 UL1581
5 {xCONDUCTOR EP=EMARK NG
=M ial Hik 22 .
M B Water ia i DINGYU STYLE365423DY AWM 2468 18AWG 80°C 300V V-1
HHSize 1BANG AWM | A 18AWG 80 C 300V FT1 DINGYU
2% ¥4 Construction 34/0.12+0.008 % Packing EoE
Sh{ZDiameter (mm) 0.81%0.05 ¥ & Quantity 590M/R
= H (Q /Km, 20
:—Eé{)z'if;]f:uctor " <45.73 oy {4 ZElongation (%) >100
BIUn-aged
! i8I nsul at minaeed ke _
Z@zxInsulation Strength (kgf/ mm) =1.05
# R Material PVC Z K % fConditioning 113£1°C/7d
T ERE (mm) AVG S o o ,
Th ickness 0.6 ?; 41 Aftor {4 ZElongation (%) =65%
S/NEE (mm) Min & |aging kR E .
Th ickness 0.48 2 Strength(kgf/mmZ) =70%
<
(/2] 2 . .
#hNZDiameter (mm) 2.1%4.2+0. 1 g ;%Q'%Kf(ﬁjgummm resistance >0.75
RITEEFPEKRBIME (According o [MEMIKX (V/min) Dielectric— e
B & Color Customer Requirements) é withstand Test 1000 A%
(0]
% Tape N/A g- KEZ MiLow temperature bending test| -40*2°C/4H AFH
E%ﬂb}g{ N/A M om &5 Thermal shock test 121°C/1H A~FF&
%éﬂBraiJﬁh\ N/A RIS K F lame Test FT1
11'1,[‘_') o ‘
.f\_l‘\ R#PEInner Jacket N AL [E Spark Test (v) 3
7 -
7 EW N/A B E
T
I EE (mm) AVG N/A 1
Th ick e S g -
e XL K G4
& /NEE (mm)Min 2 :
Th ickness N/A
Sh{ZDiameter (mm) N/A
B 8 Color N/A & HHE ()
JNFEJacket
¥ & Material N/A
FEEE (mm) AVG
Th ickness N/A
&/NEE (mm) Min
Th ickness N/A
SM{EDiameter (mm) N/A
i Color N/A
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